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1. Executive Summary

Tyres, mainly because of their rolling resistance, account for 20 % to 30 % foketr@onsumption of vehicles. A
reduction of the rolling resistance of tyres may therefore contribute significantly to the energy efficiency of road
transport and thus to the reduction of emissifuglefficient tyres are cosffective since fuel savings more than
compensate for the increased purchase price of tyres stemming from higher production costs.

The Regulation (B)) 20192144 of the European Parliament and of the CounciéfNovember2019 on type

approval requirements for motor vehicles and their trailers, and systems, components and separate technical units
intended for such vehicles, as regards their general safety and the protection of vehicle occupants and vulnerable road
userssets out minimum requirements for the rolling resistance of tyres.

Technological developments make it possible to significantly decrease energy losses due to tyre rolling resistance
beyond those minimum requirements. To reduce the environmental impact of road transport, it is therefore appropriate
to lay down provisionsot encourage endsers to purchase more fiefficient tyres by providing harmonised
information on that parameter.

TheRegulatiof (EU) 2020740 0f the European Parliament and of the Couesiablishes a framework for the
provision of harmonised information on tyre parameters through labelling, allowirgsensito make an informed
choice when purchasing tyres. The information to be provided under Article$ 4n87 of the Regulation ()
20207400n thefuel efficiency class, the external rolling noise class, and the wet gripoflgses shall be

obtained by applying the harmonised testing methods referred to in AohéxelRegulation (E)) 2020740. The

fuel efficiency class must be determined on the basis of the rolling resistance coefficient (RRC) according to the
specifiedd A6 E& os cdal e and me as uAnrex6 tdUNECE Reguatiocsh Blovld Zandits t h
subsequent amendmeiatsd aligned in accordance with the laboratory alignment proeest out in Annex \bf
Regulation (EU) 2020/740

As described in theAnnex V to the Regulation (BJ) 2020740, the laboratory alignment procedurfer the
measurement ofolling resistancegRR) should be based upon the generation of assigned WRiR@s.For the
definition of thesefiassigned valueg, theestablishment of reference laboratoiigsssential.

A Networkof Laboratoriegincluding an Expert Groupyas created under Regulation (EC) N&22/2008, composed

of volunteer teskaboratories (Technical Services, Tyre Manufacturers) to performlatieratory comparison test

on different samples of tyres, in order to establish reference data for rolling resistance measurements. The alignment
method for laboratories has to measure tyre rolling resistance at the worldwide level.

The 'Expert Group on laboratory alignment for the measurement of tyre rolling resistasset up on 3/9/2010.

Main activities of the groupverededicated to the creation of an alignment method for laboratories having to measure
tyre rolling resistance in accordance witie Regulation (EC)No 1222/2009 The group met several times in
2010/2011 for the alignment of reference laboratories for the measurement of tyre rolling resistance under the
Regulation, and in 2013/2014 for the first assessment dcft#iodity and validity of the assigned values of the initial
alignment according tnnex V, point 3 of the Regulation Intermediate check wasitiated by the expert group
andperformed in 201%0 further improve the alignment process. This check sldhat he system of Reference
Laboratorieswas stable with the 10 participatingbs, illustrating that the evolution of some machinesldbe
compensated (or eliminated) by the otlheds. The main difference for the assigned values due to the tyre
evolution, not théabs evolutiondn 2016/2017there-assessment of the assigned values of the reference labaratorie
alignmentwasperformed In 2018a newintermediate check procedusasperformed.the global results showed a
completestability sincetherewasno significant change on C1/C2 and C3 machifiésis,it was decided that the

group ®uld continue using theithen current equationdn 2019, the reassessment of the assigned values of the
reference laboratories alignmenas performed.In 2020 a newntermediate check procedunas performed. the

global results showed a complete stabitilgce therevasno significant change on C1/C2 and C3 machines. Thus, it
was decided that égroup ould continue using thethencurrent equationsn 2021, the reassessment of the assigned
values of the reference laboratories alignment was performe2D2, a new intermediate check procedure was
performed. theglobal results showed a complete stability since there was no significant change on C1/C2 and C3
machines. Thus, it was decided that the group could continue using their current egdagdnghe periodic review

of the stability of the Network of Reference Laboratories according to the Regulation in 2023, a new round of
alignment among the Reference Laboratories was done. The final report included the new alignment equations for C3

1

Official Journal of the European Unipinl77 of 5.6.2020REGULATION (EU) 2020/7400F THE EUROPEAN
PARLIAMENT AND OF THE COUNCILof 25 May 2020 on the labelling of tyres with respect to fuel efficiency
and other parameters, amending Regulation (EU) 2017/1369 and repealing Regulation (EC) No 1222/2009

2 Official Journal of the European Union, L342/88, 22.12.2009REGULATION (EC) No 1222/2009 OF THE
EUROPEAN PARLIAMENT AND OF THE COUNCIL of 25 November 2009 on the labelling of tyres with respect
to fuel efficiency and other essential parameters

3
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machines For C1/C2 machines, the Network of Reference Laboratories confirmed the stability and accepted the
validity of the assigned values of 202hd it was decided that the group could continue using their then current
equations for their C1/C2 machines.

The alignment of the assigned values of the reference laboratories has beas penAnne¥ of Regulation ()
2020740

Due to the periodic review of the stability of the Network of RefeeeLaboratories according tioe Regulation a
new round of alignment among the Reference Laboratories wasinl@@25. This final report includes the new
alignment equationfor C1/C2 andC3 machineshat will be applicable as dflarch 2", 202 and will apply to the
labelling of the tyrs inthe scope of RegulatiqitU) 2020/740

A document givingthe application ruleson how to handle the process of changing alignment equations, both for
Reference and Candidate Laboratoiggacludedin Annex F.

2. Introduction

TheRegulation (B)) 2020740was setting dabelling classificatiodased upon absolute rolling resistance coefficient
(RRC) valuesUnder Annex | taheRegulationtherolling resistance (RR) shall be measured accorditigetAnnex
6 of UN-ECE RegulationNo 117 and its subsequent amendrsent

According tothe experiencegainedby the European tyre industfsom previousRoundRobin tests forytre rolling
resistance and to the previous rounds of the interlaboratory alignment procedure fortyre mlling resistance
measurementinder Regulation (EC) No 1222/200Performedin 2011 and D14 the deviations in test results
observedcould reach up tanore than 1 N/kN between laboratories.

Due tothis observed dispersiorebveen measurement machines, a machiigament procedure isecessary tget
comparativeRolling Resistance CoefficienRRC) values and give an appropriate competitive playground for the
declaration of RRQabellingvaluesaccording tahe Regulation(EU) 2020740

2.1. Members of the Expert Group

Conveners(revolving):

TUV SUD (Germany),
UTAC (France),
IDIADA (Spain).

Tyre manufacturers:

Apollo,

Bridgestone,

Continental,

Goodyear,

Michelin,

Pirelli,

Prometeon,

ETRTO European Tyre and Rim Technicaiganisatioh

Independent Test Laboratories:

IDIADA (Spain),

RDW (Netherlands),

TUV SUD Product Servic¢Germany)
UTAC (France)

Observers

NOKIAN (Tyre manufacturer)

Tyres EuropdEuropean Associatioof tyre manufacturejs
JASIC (JapanAutomobile Standards Internationalization Cepter
KEA (Korean Energy Agency)
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2.2. Approach for laboratory alignment

The procedurés based upon the generation of assigned RBRIGes as described fnnexV to Regilation (EU)
2020740.

The ExpertGroupproposé atwo-stes process for laboratory alignment:

In the first stepaNetworkof Laboratories for thdefinition of assigned valuegascreatedAccording to Annex IVa
of Regulation 1222/2009%the last assigned values of each alignment tyrere determined by the Network of
Reference Laboratories #023. After two yearghe networkhas toassesshe stability and validity of the assigned
values.

One member, Apolichas changed their C1/C2 machine since the previous alignment can(aégrew member
Prometeon, has introduced a new C3 machine, replacing the former C3 machine of the Piratfibtirat had been
removedpreviously.

This Networkof Referencd.aboratories is operating the RR test machares equipmendas listed inAnnex A
The preparation of thiaboratory alignment procedure consistethfollowing actions:

Assess number of alignment tyres for each category C1/C2 gnd C3

Fix details of alignment tyres (class, dimension, load index, standard or reinforced)
Set up logistics, shipment between laboratories,

Recommend tyre storage conditipns

Establish the test procedure and test conditionsiter-laboratorycomparison

E

Based on the assigned valtles Laboratories in theetworkarecorrelatel and aligredversus hi s feferencea u a |
|l abor.atoryo

In the second step, once the LaboratoNesvorkhas been established and the alignment vs. the assigned values has
been completed, any Candidate Laboratorylmalignedwith any of theNetwork Laboratories.

2.3.Procedure for Inter -laboratory alignment

TheNetworkof Laboratories was created $8p2010,by the Committee otheLabellingof Tyres under Regulation
(EC)N01222/200%nd has been reactivated in 202316 2018 2020 2022and 2025n order to assess the stability
and validity of the assigned values

2.3.1.Choice of laboratories

According to the rules described in the AGuideline
Commission Regulation (EU) 1235/2011 of R®vember 2011 amending Regulation (EC) No 1222/2009 of the
European Parliament and of the Council with regard to the wet grip grading of tyres, the measurement of rolling
resistance and the verification procedyonenew membe(RDW) fulfil ledthe conditions to badded to the previous

group of participants in 2@Lto the Network of LaboratorieA second new member (Prometeon) fulfilled the
conditions to be added to the previous group of participaitiistheir C3 machinén 2025.
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The12 Laboratories participating to the Inta@boratory alignment processe identified as follow:

Laboratory | Laboratory
Name ID

TUV SUD Lab0
UTAC LAB1
IDIADA LAB2
Michelin LAB3
JASIC LAB4
Goodyear LAB5
Continental LAB6
Bridgestone LAB7
Pirelli LAB8
RDW LAB9
Apollo LAB10
Prometeon LAB 11

Description and information of the machines to be used fanthelaboratoryalignment are given in Annex A.

2.3.2.Choice of alignment tyres
Six sets of alignment tyres for ({2 category (A to E and X) andve sets of alignment tyres for C3 category (F to
K) were selectetly theExpertGroup selection of tyres was accomplished in such way to cover the Load Index and
Rolling Resistangecoefficientand forcerangesin conformity with the requirements &egulation(EU) 2020/740

Final slection of alignment tyres, aligned RRC and RR f@Rigf) and est conditionsC1/C2 tyres

e Brand / Sice / Design Tyre u S5 | Speed |Testload| Infl press, | Wim |") | Warm-ap | Torgeted | deltn | Targoted
Manufacturer
chass Temi] N (k9] [min] AR ARG | BT ()
A | Continental |21%/70 R15C VANCONTACT ECO 2 0% | s 80 3588 450 6,50 0 L8 412
| X Beidyg 1195/55/16 X1 TURANZA ECO G | 9 v a0 4024 250 5,00 ¥ 56 0f | 50
8 | el 20545817 X0 CINTURATO #7 € [es | w] s | a305 | 20 [ 700 | 2 | es | 10 | 20
€ | Continemtal | 205/75 R16C CONTIVANCONTACT 100 €2 113 | R 0 9588 525 5,50 50 i3 07 700
| 0 | Agollo |225/43R18M ULTRAC PRO |9 | v 80 | 3415 | 2% 8O0 | 0 8! RESNENUAS
| E Agollo | 255/80 R17 X4 CLASSIC SPRINT €1 | 9 ¥ 80 5 886 250 9,00 30 08 14 | s17
[ 1 [Range ; | L I | . L 50 Y

The measuring rinwvidth 8 inch for tyre D was selected instead of 7.5 inch due todwessary availability to all
Reference Laboratories

11.0 arioted 80,0
iy Ci/cC2
10,0 +—RRE / - 70,0
9,0 —
60,0
L, 80 B Targeted &
g RRf (N) - 50,05
o« [+
70 o«
: 40,0
6,0
a0 T T Y 1 r 20,0
X B C D E
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Final selection of alignment tyres, aligned RRC and RR f(R&¥) and test condition<3 tyres

- I Brond / Size / Dusign & S | Soeed |Testioad| Infl press, | Rim[*] | Wormup | Torpeted | delta |Tarpeted
Manufacturer |
| [kmy/h] [&®n) [rmin] RRC RRC__| R {N)
}77& G,@,‘,Y!",, 3 WSR22.5 160K FUELMAX S PERFCRMANCE €3 0| X | % 11,75 180 18 14246
|6 | Michein 17.5 X LINE ENERGY H-EECIN &0 750 | 1% a7 03 | 1065
H Continental |215/75/17.5 HYBRIO LSS C3 126 M 20 6§00 150 54 06 75,1
| 3 | Micheln |295/80822.5 X CONCHZ €& 1Al m | =0 900 | 1ma 5.9 o6 | 1670
x Continental |130122.5 HIX1 <3 56 GO &0 900 160 6.9 10 2301
1 | [Rarge | S | 31 1550

The measuring rinwvidth 11.75 inchfor tyre F was selected instead1d.25inch due to the necessary availability to
all Reference Laboratoriésame as already decided for the previous campaign)

8,0 250,0
W Targeted Cc3 - 2300
RRC
7,0 210,0
- 190,0
6,0 B Targeted - 170,0
O RRf (N) =
g - 150,
[+ 3
5,0 - —+ 130,0
- 110,0
4,0 - 90,0
” [ 700
3,0 T T T T T o 50,0
F G H J K

The alignment tyre were prgided by industry

2.3.3.Pre-tests on each batch of tyres

As stipulatedby theExpertGroup the industry provided the alignment tyres with minimum production variation.
But as tyres are never strictly identigad process ofitial measuremenif each tyre4 times)wasestablishedn
order to assess the tyrategoryset’s individual variance; each of the laboratories providing imtedsurements
did tests with one whole batch of alignmeyres (sameategorybrand andlesign).

C1/C2 | Manufacturer Brand / Size / Design Pretested by
A Continental |215/70 R15C VANCONTACT ECO IDIADA
X Bridgestone |195/55R16 XL TURANZA ECO Bridgestone
B Pirelli 205/45 R17 XL CINTURATO P7 Pirelli
C Continental |205/75 R16C CONTIVANCONTACT 100 Bridgestone
D Apollo 225/45 R18 XL ULTRAC PRO RDW
E Apollo 255/40 R17 XL CLASSIC SPRINT TUV SUD

Due to damages in several tyres of batchdlected after the pre tests, a second batch of tyres with specification C

was prepared and pre tested by Continental.



Each sample of each set of 13/C2tyres(incl. spares)ID A, X, B, C, D and E was tested 4 times on one of the 1
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C3 |Manufacturer Brand /[ Size / Design Pratested by
F Goodyear |385/55R22.5 160K FUELMAX S PERFORMANCE IDIADA

G Michelin 245/70R17.5 X LINE ENERGY Michelin

H Continental |215/75R17.5 HYBRID LS3 RDW

J Michelin 295/80R22.5 X COACH Z UTAC

K Continental |13R22.5 HDC1 TOVSUD

2.3.4.Alignment tests for C1/C2 and C3 tyres

machines dedicated to this class of tyres.

Each sample of each set of 13 C3 ty(iesl. spares)ID F, G,H, JandK wastested 4 times on one of thé 1
machines dedicated to this class of tyres.

3. Results

The analysis of the resultdf the pre-testsshows that all the Rolling Resistance Machines used comply with the

requirement on Sigma m of RegulatiodJ)E2020740.

All the results have been collected and recorded on the template report shown in Annex B.

The data formats to be used for the computations and raseliscluded iPAnnex V of Regulation (B)) 2020740

f
f

f
f
f

The measured RRC values corrected from drum diameter and temperature shatideel to 2 digits after

the comma.

Then the computations will be made with all digits: There will be no further rounding except on the final

alignment equations.

All standard deviation values will be displayed with 3 digits after comma.

All RRC values will be displayed with 2 digits after comma.
All alignment coefficients (All, B1l, A2c and B2c) will be rounded and displayed with 4 digits after

comma.

Deliverables of th&etworkof Reference Laboratories Expert Group:

i

E R

c:

E R ]

For pretests:

Raw dataand aligned data
Qualification of the data
Precision and uncertainty values
Correction factor for each batch

Conclusions

For alignment tests:

Raw dataand aligned data
Qualification of the data
Precision and uncertainty values

Assigned values

Qualification of the assigned value
Alignmentequationdor reference laboratories
Precision and uncertainty of predicted values
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3.1.Pre-tests results

Each tyre of one batch hasen tested on one machine four times and the average and the standard deviation of the
three last measurements has been calculated.

The pretests batches include leasbne additional tyréor each batch and the group decide to choose the alignment
tyres to be use in each batch by considering the following criteria appropriate and effective:

Excludes any tyre that has got a standard deviation above the limit (5dr % three last measurements (Raw
values)then in case all the tyres respect the standard deviation cor{iRé@nvalues)then remove any tyre who do
notmake the tyre batctlistributed evenly.

The analysisbased orthe three last measuremefdsit of four) for each tyreresults in exclusion of the following
samples from the batches:

Cci/c2

Batch A TyresN° 11 and N° 12

Batch X TyresN° 4 and N°8

Batch B Tyras N° 4, N°7, N°8and N°11
Batch C TyresN°0, N° 6 and N°10
Batch D Tyres N8 and N°12

Batch E Tyres N1 and N°12

C3

Batch F Tyre N° 11

Batch G TyreN° 3 and N°6
Batch H TyraN° 2

Batch J TyredN° 3

Batch K TyresN° 7 and N°11

Each remaining tyre from the batghas been ridentifiedasA 0, A1l é tKOI | KA4 1t itlol K11

Then, therepeatability of the prtess data was analysed, these data include the variation of the RR measurement
process as well as the evolution of the tyres during théegts. The goal of the ptests was to analyse the variation
within a batch of tyres and to use the results to appglyreection factarThe data and the analysis of these data are
given in AnnexC to this report.

Another outcomdrom these prdests was the aximum variationof the measured RR coefficient for a set 1
carefully selected tyrdés each batch of classes C1/C2 and C3

1 For Cl/C2=-24%%, +3.90%
1 ForC3 =-2.54%, +0.04%

Even if we could consider that these results atdad for manufactured productscorrection factor W be used to
normalize the values for future computerization of regression function for each machine.

3.2.Alignment tests results

Each tyre has been tested on one machine four timetharbrrection factor of the tested tyvas appkd to each
measuremerthenthe average of thremrrectedast measurements hbsen calculatedrhe data and the analysis of
these data are given in Annex D to this report.

Based on the experience gained duringpheviousinter-laboratoryroundsin 2011, 2015 2017 2019 2021and
2023, all individualdata have been used for the calculation of the linear regression function for eachiaborato



4. Conclusion
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Pre-test are stillneeded to monitor the dispersioneafchbatch of tyres antb improve the accuracy of alignment
equation for each machine. Independent from the variation from one laboratory to another (if they are compliant with
the requirement oAnnex V of Regulation (EJ) 2020740), the system is robust.

The experience gainegbnfirmsthat a first test in the same conditions is necessary before starting the series of

measurements.

The statistical analysis confirms that the correlation is very high.

The accuracy of measured vadie improved by this alignment procedure:

Maximum deviation from assigned values before alignme
for C1/C2=-3.73% / +6.85%

Maximum deviation from assigned values after alignment |
C1/C2 =-2.49% / +2.51%

Maximum deviation from assigned values before alignmeg
for C3 =-4.5%0 / +6.71%

Maximum deviation from assigned values after alignnfient
C3=-3.00% / +2.4%%

Other documerstareannexed to this report:

1 Annex E:thetest protocotemplate for candidate / reference laboratory alignrimetite current versian
1 Annex E Proposal of guidance on how to handle the process of changing aligeoetions, both for

Reference and Candidate laboratories.

10
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CERL Micteda - ) Goodyesr Inmovation
Tovs0D ’;'w"u Sarvce Groupe UTAC Technology S A Fa3 Enagesiona Corporaton Contor Laombourg
_— Adrome oe Lines- Wokshop homageson Comple J-8 MATHIEY Tactnobgy Catre
ADDRESS 85748 GarehnoMunih Mortwiry Dwazon Zoow Indusinets du 31-1, Ogamstvgashi-cho, Formns Gordon Smith
: :: 91378 Monthary Cedax | Pol Ind UAomar, AP2 oxt Ladous Kodara-<, Tokyo 1878531 L7750 Colmar-Beeg
Doty France 12 63118 Cikazst Japan Lusemboirg
E-43710 SANTA OLIVA France
easgimimis ; Oscar COMAJUAN
Conlact panson A KNOERZER Nicolss LUNEAY Juan-Bagnshy MATHIEY T YAMAGLICHI Florian NICOUAS
focand ANADON
Lars NETSCH
10 43 69 225650 TS @ 207
Mo sDEMBEDmMN -3 97700 422 eessa Ty 4292 BT
axdess hed @ can BT 23063
T +omal 3 o0k 38 v ma@uta: com owar senaunviata con e X Panas_veoknipaatpaw cam
Sardet Mo nenscan ord aaades@uiata cor | otite matiwn ! Qreoin can | 1% FATIREREbadgeone com
Tyre type. a | o a/Q | o a/ia | o /e | G T/ | i |6
Lecation Garching - Germany Uinas-Montthéry - France Santa-CHiva - Spain Ladoun - France Tokyo - Japan Colmee-Berg - Liembowg
Machine |duntifcstion ¥ i H4 BANCO26-VI | RANDYIG-PL 10223 e Ve RRPLAS RG RE ACRI0S | M/CH2898
Machine coerationa! yes res yes yes yes yes ves yes yes yes yes yes
Machine complie 10
perfonmance craetin pes yes yes yes yes e yes yes yes yer yes o3
Network Laboratores
Measwrement method Power Power Torgoe Torque Torque Torque Deceleration | leceleration Forze Force Torque Torgue
Dvum dianmetor [m] 0 17 D 10 1.7 17 1.7 2.7 2 3 2 2
Deum srface Smocth steed | Senoath steed | Smoath stedl | Smoath steel| Smooth steed | Smooch steel | Smooth steel [Smocth steel| Simooth steel | Smooth steel | Smooth steel | Smooth steel
Max test load (k] 1835 10194 2000 6000 1500 7000 2039 8455 1500 8000 1250 6118

N " N -~ RDW Testcentrum Prometeon Tyre Group
Continental Reifel Bridgest E Pirelli Tyre SpA " .
Doutschland GmbH | talon Branch | Sperimentazion indoor | TAINOWeG76 | Apolo Tyres (Hungany) Ki. Inreton center
ADDRESS . Pe! . . 8218 NX Lelystad H-3212 Gyongyoshalasz, Via Finale 1
Jaedekamp 30 Via del Fosso del Salceto, via Chiese; 51 The Netherlands Apollo Gt 106 20092 -Cinisello Balsamo (MI)
30419 Hannover 13/15 i 0012 20126 Milano ITALY P :
Hungary Italy
. Italo FUNARO Ralph GREVE Fabio MENI
Contact person Daniel HEIM Gabriele GIGLI Andrea VERGANI Xander van den BERG Attila Puskas
’f;gﬁs;éf:ig: +31 (0) 53 4888 170
. i +49 511 97631799 talof pridgest +39 335 78 80 251 +31 6 469 495 51 ralph.greve@apoliotyres.com +39 349 405 7886
Tel +emai daniel.heim@conti.de - T;g’%?sgsggf‘;"e'e” andrea. i@pireli.com g nl 436-30-174-1958 fabio.meni@prometeon.com
gabriele.gigli@bridgestone.eu attia.puskas @apollotyres.com
Tyre type ci/c2 | c3 ci/c2 | c3 c1/c2 c3 ci/c2 | c3 c1/c2 c3 c1/c2 c3
Location Hannover - Germany Rome - Italy Milan - Italy| - Lelystad - The Netherland{ Gyéngyéshalasz - Hungary - Cinisello Balsamo -Ita]
Machine Identification # M1320 M1190 T34001 HU-2 MIQ 2094 - OPS 26 - PLOPS 26 - P? TS-16-10-007 TS-16-10-00§ - 7003921
yes, but
Machine operational yes yes yes yes yes - yes yes yes deactivated - yes
after alignmeni

Machine complies to
performance criteria yes yes yes yes yes - yes yes yes yes - yes
Network Laboratories
Measurement method Torque Torque Torque Torque Torque - Torque Torque Torque Torque - Torque
Drum diameter [m] 2 2 2 17 2 - 2 2 2 2 - 2
Drum surface Smooth stee| Smooth stee| Smooth stee| Smooth stee| Smooth steel - Smooth stee] Smooth steel]l Smooth steel | Smooth steel - Smooth steel
Max. test load [kg] 1834 8154 1223 6054 2000 - 2000 5000 1450 6000 - 6000

11
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Annex B z Data report template (for pre -test and test protocols)

TYRE ROLLING RESISTANCE TEST PROTOCOL

Test Lab

General Data

Test Lab/Location: Report No.
Test-Rig: Test Date:
Drum @ [m]: Drum Surface:
Test Conditions: ECE-R 117 Test Method:
Test Rim
Diameter x Width[ ]: Material: Sieel
Tyre
Tyre-1D: Tyre Class (C1, C2, C3): 1
DOT-Nr.: Brand-Trade Name:
Tyre Manufactures: Reinforced yes/no:
Size: Speed Index:
Nominal Diameter (m): Load Index:
Set Test-Data
Setting Warm-up [min]: Speed [km/h]: Load [daN]: Camb. [*]:  Pooa [KPa]: Tame [*C]:
"o
2
3
4
Measurements
Rec. Speed [km/h]: Load [daN]: Tams [*C]:
. Remark:
2 Average ambient iemperaire
] during whole process
4
Results {(non cormrected results)
Rec. Skim Test Load (N) Fr [N]: Temp_cor ? FeL [N]: Auomaic Cake. o [N/kN]:
1
2
3
4
Comected Results rﬁperature 25°C. Drum diameter 2.0m)
Rec. Comrection Formula Automaic Calc. F [N]: FeL [N]: Automalc Cale. o [N/kN]:
1 0,008
2
3
4
Aligned Results acc. EU 2020/740. Annex V (Temperature 25°C. Drum diameter 2.0m)
1 Siope Imisrcept
2
3
4
Reference Lab Test Protocol Version 1.7. September, 2025
Comments:

IfFr (N} in fields H31 fo H34 and RRC in fields T31 0 T34 are already femperature correcied, ener Temp_corr = 1 (otherwise 0)

Temperaiure correcion coeficient is 0.008 for Class C1 tyres, 0.010 for Class C2 and C3 tyres with a load index equal or lower than 121,
0.006 for Class C3 tyres with a load index greater than 121
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Annex C- Pre-tests results

1. Pre-tests results & Correction Factors for C 1/C2 tyres

EGLA_final_report_203

Tyre |Test 2|Test 3| Test 4| Avg Correction factor
A00 491 492 492 492 0.995 Min 98.7%
Al 4.89 4.85 483 4.86 1.008 Max 101.0%
A02 495 493 492 493 0.992 Rangsg 22%
A03 4.89 4.87 484 4.87 1.006
A04 4.87 4.84 4.83) 4.85 1.010
AQ05 4.94 4.86 4.90| 4.90 0.999
A06 4.88 4.85 4.86| 4.86 1.006
A07 4 89 4.90 4.83| 4.87 1.004
AO08 4.89 4.89 4.86| 4.88 1.003
A09 492 491 490 491 0.997
AlD 4.90 4.86 482 4.86 1.007
ASparel 4.95 4.94 4.97) 4.95 0.988
ASpare? 4.97 4.97 4.93| 4.96 0.987
Avg total| 4.89
Tyre |Test 2|Test 3|Test 4| Avg Correction_factor
X00 5.00 5.00 504|501 0.998 Miny 96.9%
X01 491 493 492) 492 1.017 Max 102.1%
x02 511 5.06 5.04) 507 0.987 Range 5.2%
X03 5.09 5.03 505|506 0.990
X04 5.04 5.06 503] 5.04 0.992
X05 505 5.03 499] 5.02 0.996
X06 5.01 505 5.00| 5.02 0.997
X07 4.93 4.95 4.96( 4.95 1.012
X08 4.98 4.98 4.98| 4.98 1.005
X09 4.95 4.93 4.95| 494 1.012
X10 4.97 4.99 4.96| 497 1.006
XSparel 4.90 4.88 4.93| 4.90 1.021
XSpare2 5.20 5.13 5.17| 517 0.969
Avg total 3
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Tyre |Test 2|Test 3| Test 4| Avg Correction_factor
BOO 6.50 6.48 6.48| 6.49 0.994 Miny 98.6%
Bo1 6.42 6.50 6.38| 6.43 1.002 Max 101.6%
BO2 6.53 6.51 6.50| 6.51 0.990 Range 3.0%
BO3 6.54 6.54 6.54| 6.54 0.986
BO4 6.50 6.50 6.47| 649 0.993
BO3 6.46 6.49 6.42| 6.46 0.999
BO6 6.46 6.44 6.46| 645 0.999
BO7 6.45 6.46 642 644 1.001
BO8 6.41 6.43 640| 641 1.005
B09 6.49 6.47 6.45| 6.47 0.996
B10 6.37 6.38 6.50| 6.42 1.005
BSparel 6.39 633 633| 635 1.015
BSpare2 6.38 6.35 631| 635 1.016
Avg total| 645
Tyre |Test 2|Test 3|Test 4| Avg Correction factor
COoo 7.30 7.26 724|727 1.003 Min| 98.6%
Co1 733 7.28 724|728 1.000 Max 101 2%
co2 7.30 7.29 T.25( 728 1.001 Rangsg 2.6%
C03 734 7.30 7.29( 731 0.997
C04 7.29 7.26 722726 1.004
CO05 735 731 7.29( 732 0.996
Co6 27 7.26 723 7.25 1.005
co7 7.36 734 T32( 734 0.993
CO08 732 725 724|727 1.002
Co9 734 731 7.26( 7.30 0.998
C10 7.29 7.26 7200 7.25 1.005
CSparel 721 722 T17( 720 1.012
CSpare? 743 7.40 T35( 739 0.986
Avg total| 729
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Tyre |Test 2|Test 3| Test 4| Avg Correction factor
D00 8.83 8.84 8.86| 8.84 0.998 Miny 99.2%
Do1 892 892 8.80| .88 0.993 Max 100.9%
Doz 8.86 894 8.85| B.88 0.993 Range 1.7%
D03 8.84 8.81 8.80| B8.82 1.001
D04 877 8.83 8.79| B.80 1.003
D05 8.84 8.79 8.77| 8.80 1.002
D06 8.79 8.81 8.74| 8.78 1.005
D07 8.91 8.81 8.79| 8.84 0.998
D08 8.85 8.80 8.71| 8.79 1.004
Dog 892 876 8.70| 8.79 1.003
D10 898 892 8.79| 890 0.992
DSparel 876 872 875 874 1.009

Avg total| B.82

Tyre |Test 2|Test 3| Test 4| Avg Correction factor
E00 9.56 9.51 947 9.51 0.994 Min 98.5%
E01 9.52 9.46 946 D48 0.997 Max 101.0%
EO02 937 9.37 935 D36 1.010 Rangsg 2.5%
E03 9.51 9.46 946 D48 0.998
E04 9.52 9.52 9.51] 9.52 0.994
E05 9.49 9.42 9.44) 9.45 1.001
E06 9.42 939 9.39| 9.40 1.006
EO7 9.56 9.52 947 9.52 0.994
EO08 2949 942 942 044 1.001
E09 946 942 939 042 1.003
E10 241 935 934 937 1.009
ESparel 942 9.37 932 9.37 1.009
ESpare2 9.64 9.63 9.54| 9.60 0.985

Avg total| 946
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2. Pre-tests results & Correction Factors for C3 tyres

EGLA_final_report_203

Tyre |Test 2|Test 3| Test 4| Avg Correction_factor
FoOo 3.85 3.77 3.79| 3.80 1.014 Miny 96.6%
Fo1 3.82 3.82 3.84| 3.83 1.008 Max 101.4%
Foz 396 394 393 394 0.978 Range 4.8%
FO3 3.87 3.82 3.87(3.85 1.001
Fo4 3.84 3.83 3.84| 3.54 1.006
F05 3.87 3.76 3.79) 3.81 1.013
Fo6 382 3.80 379 3.80 1.014
FO7 3.84 3.89 3.83| 385 1.001
F09 3.87 3.82 3.80( 3.83 1.007
F10 3.85 3.82 3.82|3.83 1.007
F11 3.97 3.86 392|392 0.985
FSparel 398 399 401| 3.99 0.966
Avg_total| 3.86
Tyre |Test 2|Test 3| Test 4| Avg Correction_factor
GO0 4.46 4.44 443 444 1.000 Min 98.7%
G01 4.44 4.42 440 442 1.006 Max 100.9%
G02 4.42 4.42 441|442 1.006 Rangd 2.2%
GO03 4.49 4.47 4.47| 448 0.993
G04 4.44 4.45 4.42) 444 1.002
G035 4.47 4.46 4.44| 446 0.997
GO6 4.50 4.47 445 447 0.994
GO7 4.44 4.43 443 443 1.003
G09 4.44 4.41 440 442 1.006
G10 448 4.46 444 446 0.997
Gl1 4.42 4.41 439 441 1.009
GSparel 4.51 4.50 4.50| 4.50 0.987
Avg total| 445
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Tyre |Test 2|Test 3| Test 4| Avg Correction_factor
HOO 570 57N 5.70( 570 0.988 Miny 98 4%
HO1 5.74 5.69 5711 571 0.987 Max 100.9%
Ho2 5.65 5.65 5.61| 5.64 1.000 Range 2.5%
HO03 5.64 5.70 5.59| 5.64 0.999
HO4 5.64 5.64 5.57| 5.62 1.004
HO5 5.63 5.58 5.56( 559 1.008
HO6 570 561 5.55( 562 1.003
HO7 5.63 5.60 554 559 1.008
HO9 5.64 5.57 5.57( 559 1.008
H10 5.59 5.58 5.59| 5.59 1.009
H11 5.62 5.62 5.63| 5.62 1.002
HSparel 5.76 5.73 5.70( 5.73 0.984
Avg total| 564
Tyre |Test 2|Test 3| Test 4| Avg Correction factor
Joo 5.71 5.68 5.63| 5.67 1.005 Min 99.2%
Jo1 5.76 5.72 5.68| 5.72 0.997 Max 100.7%
Jo2 5.75 5.72 5.70| 5.72 0.996 Rangd 1.5%
Jo3 5.70 5.66 5.63| 5.66 1.007
Jo4 5.73 5.70 5.66| 5.70 1.001
JO5 5.73 5.69 5.66| 5.69 1.002
Jo6 5.74 5.70 5.68( 5.71 0.999
J07 5.71 5.68 5.65| 5.68 1.004
J09 5.74 5.70 5.69( 5.71 0.999
J10 5.75 5.73 5.71| 5.7 0.995
J11 5.74 5.68 5.65| 5.69 1.002
JSparel 5.79 5.75 5.71| 5.75 0.992
Avg total| 57
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Tyre |Test 2|Test 3| Test 4| Avg Correction factor
K00 6.46 6.42 6.42| 6.43 1.009 Miny 99.1%
K01 6.49 6.47 6.46| 6.47 1.003 Max 100.9%
K02 6.57 6.50 6.51| 6.53 0.995 Range 1.9%
K03 6.52 6.46 6.41| 6.46 1.005
K04 6.61 6.54 6.52| 6.56 0.991
K05 6.57 6.55 6.54) 6.55 0.991
K06 6.51 6.52 6.44| 649 1.001
K07 6.59 6.55 6.49| 6.54 0.993
K09 6.49 6.48 6.46| 6.48 1.003
K10 6.57 6.53 6.51| 6.54 0.994
K11 6.50 6.43 6.41)| 6.45 1.007
KSparel 6.48 6.40 6.42) 6.43 1.009
Avg total| 649
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Annex D - Alignment tests results - Cr (N/kN)

1. Raw data

1.1. C1/C2 tyres

Corrected individ vBlues 2-4
Mesures | 1 2 3 4 [moy 2-4 sig 2-4 Corr Factor| Corrected Bvg 2 3 4 sigma
TOV Lab0 AD 5,05(5,10|5,08|5,08| 5,087 0,012 0,995 5,063 508 | 506 | 506 | 0,011
UTAC Lab1 Al 480(479(477|479| 4783 0,012 1,008 4 820 483 | 4381 483 | 0,012
Idiada |Lab? A2 484(487(493|485| 4883 0,042 0,992 4 844 483 | 489 | 4381 | 0,041
Mi Lab3 A3 473470470474 4713 0,023 1,006 4739 473 | 473 | 477 | 0,023
JASIC |Lab4 Ad 481(484(482|481| 4823 0,015 1,010 4 870 489 | 487 | 486 | 0,015
GY Lab5 AS 466|465|465|467| 4657 0,012 0,999 4 651 464 | 464 | 466 | 0,012
Conti Labf A6 A477|475|475)14,72| 4,740 0,017 1,006 4,769 478 | 478 | 475 | 0,017
BS Lab? AT 467|468|466|462| 4653 0,031 1,004 4 673 470 | 468 | 464 | 0,031
Pi Lab8 A8 473474467468 4697 0,038 1,003 4710 475 | 468 | 469 | 0,038
RDW Lab9 A9 478|485|48682)479| 4820 0,030 0,997 4 804 483 | 480 | 477 | 0,030
AP Lab10| A10 |4 77(475(473|1469| 4723 0,031 1,007 4 756 478 | 476 | 472 | 0,031
4,791
Corrected individ vBlues 2-4
Mesures | 1 2 3 4 [moy 24 sig 2-4 Corr Factor| Corrected Bvg 2 3 4 sigma
TOV Lab0 X0 560(562|560|564| 5620 0,020 0,998 5,610 5,61 559 | 563 | 0,020
UTAC Lab1 X1 525514513511 5127 0,015 1,017 5,215 523 | 522 | 520 | 0,016
ldiada |Lab? X2 527(530(531]|524| 5283 0,038 0,987 5,215 523 | 524 | 517 | 0,037
Mi Lab3 X3 537(526|5,34]1524| 5280 0,053 0,990 5,226 5,21 529 | 5,19 [ 0,052
JASIC |Lab4 X4 540(542|540|540| 5407 0,012 0,992 5,365 538 | 536 | 536 | 0,011
GY Lab5 X5 511(5,1015,10]15,13| 5,110 0,017 0,996 5,091 508 | 508 | 511 | 0,017
Conti Labf X6 5,08|5,05|5,07]509| 5070 0,020 0,997 5,054 503 | 505 | 507 | 0,020
BS Lab? X7 5215131512514 | 5130 0,010 1,012 5,190 519 | 518 | 520 | 0,010
Pi Lab8 X8 520(5,18|5,18|5,20| 5187 0,012 1,005 5,212 5,21 5,21 5,23 | 0,012
RDWV Lab9 X9 5,34(5,39|5,40|5,33| 5,373 0,038 1,012 5,440 546 | 547 | 540 | 0,038
AP Lab10] X10 |5,11[511|5,09]|511| 5103 0,012 1,006 5,135 514 | 512 | 514 | 0,012
5,250
Corrected individ values 2-4
Mesures | 1 2 3 4 |moy 2-4 sig 2-4 Corr Factor| Corrected avg 2 3 4 sigma
TOV Lab0 B0 6,85|6,83|6,81|6,87| 6,837 0,031 0,994 6,795 6,79 | 6,77 | 6,83 | 0,030
UTAC Lab1 B1 6,595|6,55|6,57|6,54| 6,553 0,015 1,002 6,967 656 | 658 | 6,55 | 0,015
Idiada |Lab?2 B2 6,67|6,70|6,68|662| 6,667 0,042 0,990 5,599 6,63 | 6,61 6,55 | 0,041
Mi Lab3 B3 6,58|6,48|652|6 47| 6490 0,026 0,986 6,398 6,39 | 643 | 638 | 0,026
JASIC |Lab4 B4 6,70|6,65|665|667| 6,657 0,012 0,993 6,613 6,61 6,61 6,63 | 0,011
GY Lab5 B5 65,45|649|1649|651| 6,497 0,012 0,999 6,487 648 | 648 | 650 | 0,012
Conti Labf B6 6,3116,33|16,32|6,33| 6,327 0,006 0,999 6,321 632 | 631 6,32 | 0,006
BS Lab7 B7 6,61|648|650|646| 6480 0,020 1,001 6,484 648 | 650 | 646 | 0,020
Pi Lab8 B3 6,59|6,56|653|652| 6537 0,021 1,005 6,571 659 | 656 [ 655 | 0,021
RDW Lab9 B9 6,51]16,53|6,56|6,50| 6,530 0,030 0,996 8,507 6,51 6,594 | 648 | 0,030
AP Lab10| B10 |6,48|645|6,44|6,39| 6,427 0,032 1,005 8,457 648 | 647 | 6,42 | 0,032
6,527
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Corrected individ values 2-4
Mesures | 1 2 3 4 |moy 2-4 sig 2-4 Corr Factor | Corrected avg 2 3 4 sigma
TOV Lab0 Co 734|733\ 7,33|7,32| 7,327 0,006 1,003 7,347 735 | 7,35 | 7,34 | 0,006
UTAC Lab1 C1 TA7|712|7,07|7,08| 7,090 0,026 1,000 7,093 712 | 7,07 | 7,08 | 0,026
Idiada [Lab2 c2 731719\ 7,20|17,25| 7,213 0,032 1,001 7,220 720 | 7,21 7,26 | 0,032
Mi Lab3 C3 728|726|725|725| 7,253 0,006 0,997 7,230 724 | 723 | 723 | 0,006
JASIC |Lab4 C4 729|725|722|722| 7,230 0,017 1,004 7,260 728 | 725 | 7125 | 0,017
GY Lab5 C5 18| 715|713 715] 7,143 0,012 0,996 7114 f12 | 710 | 712 | 0,011
Conti Labb C6 F21| 77| 719|719] 7,183 0,012 1,005 7,216 720 | 722 | 722 | 0,012
BS Lab¥ (07} 743|740\ 737|7,38| 7,383 0,015 0,993 7,329 735 | 7,32 | 7,33 | 0,015
Pi Lab8 Cca 15712 7,11|7,08] 7,103 0,021 1,002 7,119 f14 | 713 | 7,10 | 0,021
RDW Lab9 C9 127|724\ 724|722| 7,233 0,012 0,998 7217 722 | 722 | 7,20 | 0,012
AP Lab10| C10 [718|716|7.14|713| 7,143 0,015 1,005 7,179 720 | 718 | 717 | 0,015
7.211
Corrected individ values 2-4
Mesures | 1 2 3 4 |moy 2-4 sig 2-4 Corr Factor| Corrected avg 2 3 4 sigma
TOV Lab0 DO 8,96)|898|896|892| 8953 0,031 0,998 8,931 896 | 894 | 890 | 0,030
UTAC Lab1 D1 8,93|8,83|8,87|8,80| 8,833 0,035 0,993 8,775 8,77 | 8,81 8,74 | 0,035
Idiada |Lab? D2 8§58|858|851|861| 8567 0,051 0,993 8,507 852 | 845 | 855 | 0,051
Mi Lab3 D3 861]|858|852|852| 8540 0,035 1,001 8,545 858 | 852 | 852 | 0,035
JASIC |Lab4 D4 855|848|8643|844| 8,450 0,026 1,003 8,474 850 | 845 | 846 | 0,027
GY Lab5 D5 8,35|8,31)|8,32|8,28| 8,303 0,021 1,002 8,324 833 | 834 | 830 | 0,021
Conti Labf D6 8,45|8,36|8,34|8,32| 8,340 0,020 1,005 8,379 840 | 838 | 836 | 0,020
BS Lab7 D7 884|874|1872|865| 8703 0,047 0,998 8,688 872 | 870 | 864 | 0,047
Pi Lab8 D8 855|849|848|8 42| 8463 0,038 1,004 8,497 852 | 851 8,45 | 0,038
RDW Lab9 D9 8,48|857|864|856| 8590 0,044 1,003 8,617 860 | 867 | 859 | 0,044
AP Lab10| D10 |8,60|856|8,55|8,50| 8537 0,032 0,992 8,464 849 | 848 | 843 | 0,032
8.564
Corrected individ values 2-4
Mesures 1 2 3 4 |moy 2-4 sig 2-4 Corr Factor| Corrected avg 2 3 4 sigma
TOV Lab0 EOD 957|9,45|945(9,43( 9,443 0,012 0,994 9,386 939 | 939 | 937 | 0,011
UTAC Lab1 E1 954|1942)1945(9,40( 9,423 0,025 0,997 9,399 940 | 943 | 938 | 0,025
ldiada |Lab2 E2 92119171917 (9,18( 9173 0,006 1,010 9,264 926 | 926 | 927 | 0,006
Mi Lab3 E3 935|927)1927[922( 9253 0,029 0,998 9,233 925 | 925 | 920 | 0,029
JASIC |Lab4 E4 9331925(926(921| 9240 0,026 0,994 9,181 919 | 920 | 915 | 0,026
GY Lab5 E5 900|9,00|903[8,99( 9007 0,021 1,001 9012 9.01 904 | 9,00 | 0,021
Conti Lab6 EG 015)|9,0419,02(8,99( 9,017 0,025 1,006 9,070 909 | 907 | 904 | 0,025
BS Lab¥ EY 92019,19]|920(9,14| 9177 0,032 0,994 9,118 913 | 914 | 9,08 | 0,032
Pi Lab8 E3 9241919|9,18[9,16( 9177 0,015 1,001 9,189 920 | 919 | 917 | 0,015
RDW Labg E9 939|928|932(926( 9,287 0,031 1,003 9,319 9,31 935 | 929 | 0,031
AP Lab10| E10 |894|892|8280|8,:84( 8853 0,061 1,009 8,937 900 | 888 | 892 | 0,062
9,192
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1.2. C3 tyres

Corrected individ values 2-4

Mesures 1 2 3 4 |moy 2-4 sig 2-4 Corr Factor | Corrected avg 2 3 4 sigma
TOV Lab0 FO 3,62|3,58|354|3,52| 3,547 0,031 1,014 3,598 3,63 | 359 | 357 | 0,031
UTAC Lab1 F1 3,68|3,69|367|369| 3,683 0,012 1,008 3,714 3,72 | 3,70 | 3,72 | 0,012
Idiada |Lab2 F2 3,97(3,96|3,95|3,97| 3,960 0,010 0,978 3,874 3,87 | 3,86 | 3,88 | 0,010
Mi Lab3 F3 3,65|3,64|362|362| 3,627 0,012 1,001 3,631 364 | 362 | 362 | 0,012
JASIC |Lab4 F4 3,66|3,64|364|365| 3,643 0,006 1,006 3,664 3,66 | 366 | 3,67 | 0,006
GY Lab5 F5 3,52(3,50]|349|3,48| 3,490 0,010 1,013 3,937 3,55 | 354 | 353 | 0,010
Conti?  |Labf F6 3,56(3,55|3,54|3,53| 3,540 0,010 1,014 3,591 3,60 | 359 | 358 | 0,010
BS Lab7 F7 3,82(379|3,79|377| 3,783 0,012 1,001 3,788 379 | 379 | 377 | 0,012
RDW Lah9 F9 3,75(3,77|3,74(3,74| 3750 0,017 1,007 3777 380 | 377 | 377 | 0,017
AP Lab10| F10 |3,49|350|351|347| 3493 0,021 1,007 3,519 353 | 354 | 350 | 0,021
Prom Lab11 F11 3,76(3,74|3,74|374| 3,740 0,000 0,985 3,684 368 | 368 | 368 | 0,000
3,671
Corrected individ values 2-4
Mesures | 1 2 3 4 |moy 2-4 sig 2-4  |Corr Factor | Corrected avg 2 3 4 sigma
TOV Lab0 GO 4431438|436|437| 4,370 0,010 1,000 4 372 438 | 436 | 437 | 0,010
UTAC Lab1 G1 453(450|449|446| 4483 0,021 1,006 4 509 453 | 452 | 449 | 0,021
Idiada [Lab2 G2 460|(469|471|464| 4680 0,036 1,006 4710 472 | 474 | 467 | 0,036
Mi Lab3 G3 4484471447 |4,44| 4,460 0,017 0,993 4. 429 444 | 444 | 441 | 0,017
JASIC |Lab4 G4 44314411439|441| 4403 0,012 1,002 4412 442 | 440 | 442 | 0,012
GY Lab5 G5 437(1435|4,34|14,32| 4,337 0,015 0,997 4 326 434 | 433 | 431 | 0,015
Conti* |Lab6 G6 438|435|4,34|4,33| 4,340 0,010 0,994 4313 432 | 4,31 430 | 0,010
BS Lab7 G7 480(482|474|4,74| 4,767 0,046 1,003 4 780 483 | 475 | 475 | 0,046
RDW Lab9 G9 4564511450454 4517 0,021 1,006 4 546 454 | 453 | 457 | 0,021
AP Lab10| G10 (4,34|433|4,32)|4,33| 4,327 0,006 0,997 4312 432 | 4,31 432 | 0,006
Prom Lab11 G11 455|455|452|450| 4523 0,025 1,009 4 563 459 | 456 | 454 | 0,025
4,479
Corrected individ values 2-4
Mesures | 1 2 3 4  |moy 2-4 sig 2-4  |Corr Factor | Corrected avg 2 3 4 sigma
TOV Lab0 HO 518(5,16]5,20|5,23| 5197 0,035 0,988 5,136 510 | 514 | 517 | 0,035
UTAC Lab1 H1 537(537]5,34|5,30| 5,337 0,035 0,987 5,266 530 | 527 | 523 | 0,035
ldiada [Lab2 H2 558|560|555|561| 5587 0,032 1,000 5,587 560 | 555 | 561 | 0,032
Mi Lab3 H3 540(538|5,38|5,35| 5,370 0,017 0,999 5,364 537 | 537 | 534 | 0,017
JASIC |Lab4 H4 529527527526 5267 0,006 1,004 5,286 529 | 529 | 528 | 0,006
GY Lah5 H5 531(528|526|525| 5263 0,015 1,008 5,308 532 | 530 | 529 | 0,015
Conti* |Lab6 H6 529|528|526|5,24| 5,260 0,020 1,003 5,276 530 | 528 | 526 | 0,020
BS Lab7 H7 560|558|560|556| 5580 0,020 1,008 5,627 563 | 565 | 561 | 0,020
RDW Lab9 H9 558|555|557|559| 5570 0,020 1,008 5614 559 | 561 563 | 0,020
AP Lab10| H10 [518]5,17]|5,19|5,15| 5,170 0,020 1,009 5,217 522 | 524 | 520 | 0,020
Prom Lab11 H11 5,56|555]5,52|5,50| 5,523 0,025 1,002 5,537 5956 | 5,53 | 551 | 0,025
5,383
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Corrected individ values 2-4

Mesures 2 3 4 moy 2-4 sig 2-4 Corr Factor | Corrected avg 2 3 4 sigma
TOV Lab0 Jo |565|567|560|560| 5623 0,040 1,005 5653 570 | 563 | 563 | 0,041
UTAC |Lab1 J1 5.70|566|565|564| 5650 0,010 0,997 5633 564 | 563 | 562 | 0,010
ldiada |Lab2 J2 |5095]|5096|5094]|5092| 5940 0,020 0,996 5919 594 | 592 | 590 | 0,020
Mi Lab3 J3 |555|552]551]549| 5507 0,015 1,007 5 545 556 | 555 | 553 | 0,015
JASIC |Lab4 J4  |549|544]544]543| 5437 0,006 1,001 5443 545 | 545 | 544 | 0,006
GY Lab5 J5 |554|551]548]547| 5487 0,021 1,002 5496 552 | 549 | 548 | 0,021
Contiz  |Lab6 J6 |557|554|552|550| 5520 0,020 0,999 5517 554 | 552 | 550 | 0,020
BS Lab? J7  |5,84|583|5,83|578| 5813 0,029 1,004 5,837 585 | 585 | 580 | 0,029
RDW  |Labo Jo  |573|5,70|5,70| 567 | 5,690 0,017 0,999 5,683 560 | 560 | 566 | 0,017
AP Lab10| J10 |547(547|546|546| 5463 0,006 0,995 5438 544 | 543 | 543 | 0,006
Prom |Lab11| J11 |570|566|565|565| 5653 0,006 1,002 5,666 567 | 566 | 566 | 0,006
5,621
Corrected individ values 2-4
Mesures 2 3 4  [may 24 sig 2-4  |Corr Factor | Corrected avg 2 3 4 sigma
TOV Lab0 KO [633]6,31]6,34]6,36| 6,337 0,025 1,000 6,397 637 | 6,40 | 6,42 | 0,025
UTAC |Lab1 K1 6,52|6.47|6,50|6.47| 6,480 0,017 1,003 6,501 649 | 652 | 6,49 | 0,017
Idiada |Lab2 K2 |6.78]6,80]6,81(6,79| 6,800 0,010 0,995 6,766 677 | 6,78 | 6,76 | 0,010
Mi Lab3 K3 |6.44]6,42[6,40(6.40| 6407 0,012 1,005 6.438 645 | 6,43 | 6,43 | 0,012
JASIC |Lab4 K4 |6.40]635]6,34(6,33| 6,340 0,010 0,991 6.280 629 | 628 | 6,27 | 0,010
GY Lab5 K5 |6.44]6.40[6,38(6,36| 6,380 0,020 0,991 6,323 634 | 6,32 | 6,30 | 0,020
Contiz  |Lab6 K6 |[6.35]6,33]6,31(6.29| 6,310 0,020 1,001 6,314 633 | 6,31 | 6,29 | 0,020
BS Lab7 K7 |6.72|665|669|666| 6667 0,021 0,993 6617 660 | 664 | 661 | 0,021
RDW  |Labg K9 |6.49|6.45|6,48(6.48| 6,470 0,017 1,003 6,488 647 | 6,50 | 6,50 | 0,017
AP Lab10| K10 |6,46|6,48|6,42|6.43| 6443 0,032 0,994 6,402 644 | 6,38 | 6,39 | 0,032
Prom |Lab11| K11 |6.40|6,38|6,35(6.41| 6,380 0,030 1,007 6,427 643 | 6,40 | 6,46 | 0,030
6,450
2. Qualification of reference machines
2.1. Sigma m for C1/C2 machines (based on corrected raw data)
Laboratory |Sigma A |Sigma X |SigmaB |[Sigma C |SigmaD |SigmaE |Sigmam
Lab0 0.011 0,020 0,030 0,006 0,030 0,011 0.021
Labl 0.012 0,016 0,015 0,026 0,035 0,025 0.023
Lab2 0.041 0,037 0,041 0,032 0,051 0,006 0.038
Lab3 0.023 0,052 0,026 0,006 0,035 0,029 0.032
Lab4 0.015 0,011 0,011 0,017 0,027 0,026 0.019
Lab5 0.012 0,017 0,012 0,011 0,021 0,021 0.016
Lab6 0.017 0,020 0,006 0,012 0,020 0,025 0.018
Lab7 0.031 0,010 0,020 0,015 0,047 0,032 0.029
Lab8 0.038 0,012 0,021 0,021 0,038 0,015 0.026
Lab9 0.030 0,038 0,030 0,012 0,044 0,031 0.032
Lab10 0.031 0,012 0,032 0,015 0,032 0,062 0.035
2.2. Sigma m for C3 machines (based on corrected raw data)
Laboratory Sigma F Sigma G Sigma H Sigma J Sigma K Sigma m
Lab0 0,031 0,010 0,035 0,041 0,025 0.030
Labl 0,012 0,021 0,035 0,010 0,017 0.021
Lah2 0,010 0,036 0,032 0,020 0,010 0.024
Lab3 0,012 0,017 0,017 0,015 0,012 0.015
Lab4 0,006 0,012 0,006 0,006 0,010 0.008
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Lab5 0,010 0,015 0,015 0,021 0,020 0.017
Lab6 0,010 0,010 0,020 0,020 0,020 0.017
Lab7 0,012 0,046 0,020 0,029 0,021 0.028
Lab9 0,017 0,021 0,020 0,017 0,017 0.019
Labl10 0,021 0,006 0,020 0,006 0,032 0.020
Labll 0,000 0,025 0,025 0,006 0,030 0.021
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3. Statistical analysis of the Interlaboratories results 7z Cr (N/kN)
1. Results of interlaboratories tests on Coefficient of rolling resistance (Cr)  z Tyre A

1.1. Average, standard deviation, coefficient of variation in percentage, expanded uncertainty in repeatability

conditions
Laboratory | N | Average| Standard_deviation| Coefficient_of variation_perc | Repeatability _exp_uncertainty
00 3 5.063 0.011 0.227 0.023
01 3 4.820 0.012 0.241 0.023
02 3 4.844 0.041 0.853 0.083
03 3 4.739 0.023 0.490 0.046
04 3 4.870 0.015 0.317 0.031
05 3 4.651 0.012 0.248 0.023
06 3 4.769 0.017 0.365 0.035
07 3 4.673 0.031 0.657 0.061
08 3 4.710 0.038 0.806 0.076
09 3 4.804 0.030 0.622 0.060
10 3 4.756 0.031 0.647 0.062

1.2. Confidence interval of the average per laboratory at the level 95%

Confidence_interval_av_low| Confidence_interval_av_up| T | Confidence_interval_T_low
5.050 5.076/4.303 5.034
4.807 4.833/4.303 4.791
4,797 4.891/4.303 4.741
4,713 4.766/4.303 4.682
4.853 4.887/4.303 4.832
4.638 4.664| 4.303 4.622
4.750 4.789 4.303 4.726
4.638 4.707/4.303 4.596
4.667 4.753/4.303 4.615
4.770 4.838 4.303 4.730
4.721 4.791/4.303 4.680




Confidence_interval_T_up| Semi_amplitude_T
5.091 0.029
4.849 0.029
4.947 0.103
4.797 0.058
4.908 0.038
4.679 0.029
4.813 0.043
4.749 0.076
4.804 0.094
4.878 0.074
4.832 0.076

1.3. Between and within contribution for the factor laboratory

Laboratory | CEi | CDi
00 57.55/1.78
01 0.65|1.83
02 2.20(23.02
03 2.05/7.28
04 4.89/3.21
05 15.28/1.79
06 0.35/4.10
07 10.84/12.70
08 5.10(19.45
09 0.1312.07
10 0.94(12.77

1.4. Global average, results of precision values and measurement uncertainties

Variable

Cr

Global_average

4.791

Repeatability standard_deviat

0.026

Limit_of_repeatability

0.073

Repeatability _exp_uncertainty

0.052

Reproducibility _stand_deviat

0.115]

Limit_of_reproducibility

0.323

Reproducibility_exp_uncertain

0.231
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1.5. Results of measurement uncertainties in percentage

Variable

Cr

Repe_exp_uncert_percen

1.08

Repro_exp_uncert_perce

4.82

1.6. Part of variation in per cent of the laboratories on the total variation

Variable

Cr

Variation_part_labg

94.94

1.7. Trueness study - Estimation and significativity of the bias

Number of

non-missing
Laboratory | values Cr | Bias | Inc_bias | IC_inf_bias | IC_sup_bias| Bias_significant
00 3| 0.272 0.108 0.060 0.484| YES
01 3| 0.029 0.108 -0.183 0.241|NO
02 3| 0.053 0.108 -0.159 0.265/NO
03 3| -0.051 0.108 -0.263 0.161/NO
04 3| 0.079 0.108 -0.133 0.291/NO
05 3| -0.140 0.108 -0.352 0.072/NO
06 3| -0.021 0.108 -0.233 0.191/NO
07 3| -0.118 0.108 -0.330 0.094/NO
08 3| -0.081 0.108 -0.293 0.131/NO
09 3| 0.013 0.108 -0.199 0.225/NO
10 3| -0.035 0.108 -0.247 0.177/NO
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1.8. Box-plot graphics
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2. Results of interlaboratories tests on Coefficient of rolling resistance (Cr)  z Tyre X

2.1. Average, standard deviation, coefficient of variation in percentage, expanded uncertainty in repeatability

conditions
Laboratory | N | Average| Standard_deviation| Coefficient_of variation_perc| Repeatability_exp_uncertainty
00 3 5.610 0.020 0.356 0.040
01 3 5.215 0.016 0.298 0.031
02 3 5.215 0.037 0.717 0.075
03 3 5.226 0.052 1.002 0.105
04 3 5.365 0.011 0.214 0.023
05 3 5.091 0.017 0.339 0.035
06 3 5.054 0.020 0.394 0.040
07 3 5.190 0.010 0.195 0.020
08 3 5.212 0.012 0.223 0.023
09 3 5.440 0.038 0.705 0.077
10 3 5.135 0.012 0.226 0.023

2.2. Confidence interval of the average per laboratory at the level 95%

Confidence_interval_av_low| Confidence_interval_av_up, T | Confidence_interval T low
5.588 5.633/4.303 5.561
5.197 5.2324.303 5.176
5.173 5.2574.303 5.122
5.166 5.285/4.303 5.096
5.352 5.378/4.303 5.337
5.071 5.1104.303 5.048
5.032 5.077/4.303 5.005
5.179 5.202/4.303 5.165
5.199 5.2254.303 5.183
5.397 5.483/4.303 5.345
5.122 5.149 4.303 5.107
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Confidence_interval T _up| Semi_amplitude T
5.660 0.050
5.253 0.039
5.308 0.093
5.356 0.130
5.394 0.028
5.134 0.043
5.104 0.050
5.215 0.025
5.241 0.029
5.535 0.095
5.164 0.029

2.3. Between and within contribution for the factor laboratory

Laboratory | CEi | CDi
00 49.08/5.35
01 0.48/3.24
02 0.47)18.75
03 0.23/36.83
04 4.99|1.76
05 9.63|4.00
06 14.55/5.34
07 1.38/1.37
08 0.55|1.81
09 13.62/19.73
10 5.01|1.81

2.4. Global average, results of precision values and measurement uncertainties

Variable

Cr

Global_average

5.250

Repeatability_standard_deviat 0.026

Limit_of_repeatability

0.073

Repeatability_exp_uncertainty 0.052

Reproducibility_stand_deviat | 0.164

Limit_of_reproducibility

0.459

Reproducibility_exp_uncertain 0.328
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2.5. Results of measurement uncertainties in percentage

Variable Cr

Repe_exp_uncert_percen

0.99

Repro_exp_uncert_perce

6.24

2.6. Part of variation in percent of the laboratories on the total variation

Variable Cr

Variation_part_labg 97.48

2.7. Trueness study - Estimation and significativity of the bias

Number of

non-missing
Laboratory | values, Cr | Bias | Inc_bias | IC_inf_bias | IC_sup_bias| Bias_significant
00 3| 0.360 0.155 0.056 0.663 YES
01 3| -0.036 0.155 -0.339 0.268 NO
02 3| -0.035 0.155 -0.339 0.268 NO
03 3| -0.025 0.155 -0.328 0.279|NO
04 3| 0.115 0.155 -0.189 0.418 NO
05 3| -0.159 0.155 -0.463 0.144/NO
06 3| -0.196 0.155 -0.499 0.108 NO
07 3| -0.060 0.155 -0.364 0.243 NO
08 3| -0.038 0.155 -0.342 0.265NO
09 3/ 0.190 0.155 -0.114 0.493 NO
10 3| -0.115 0.155 -0.418 0.189 NO
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2.8. Box-plot graphics
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3. Results of interlaboratories tests on Coefficient of rolling resistance (Cr) z Tyre B

3.1. Average, standard deviation, coefficient of variation in percentage, expanded uncertainty in repeatability

conditions
Laboratory | N | Average| Standard_deviation| Coefficient_of variation_perc| Repeatability_exp_uncertainty
00 3 6.795 0.030 0.447 0.061
01 3 6.567 0.015 0.233 0.031
02 3 6.599 0.041 0.624 0.082
03 3 6.398 0.026 0.408 0.052
04 3 6.613 0.011 0.173 0.023
05 3 6.487 0.012 0.178 0.023
06 3 6.321 0.006 0.091 0.012
07 3 6.484 0.020 0.309 0.040
08 3 6.571 0.021 0.318 0.042
09 3 6.507 0.030 0.459 0.060
10 3 6.457 0.032 0.500 0.065

3.2. Confidence interval of the average per laboratory at the level 95%

Confidence_interval_av_low| Confidence_interval_av_up| T | Confidence_interval_T_low
6.761 6.829/4.303 6.720
6.550 6.585/4.303 6.529
6.552 6.646/4.303 6.497
6.368 6.427/4.303 6.333
6.600 6.626/4.303 6.584
6.474 6.500/4.303 6.458
6.314 6.327,4.303 6.306
6.461 6.507/4.303 6.434
6.547 6.595/4.303 6.519
6.473 6.541 4.303 6.433
6.421 6.494 4.303 6.377

Confidence_interval_T_up| Semi_amplitude_T
6.870 0.075
6.605 0.038
6.701 0.102
6.463 0.065
6.641 0.028
6.516 0.029
6.335 0.014
6.534 0.050
6.623 0.052
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Confidence_interval_T_up| Semi_amplitude_T
6.581 0.074
6.537 0.080,

3.3. Between and within contribution for the factor laboratory

Laboratory | CEi | CDi
00 46.01]13.95
01 1.04/3.55
02 3.30|25.70
03 10.72/10.29
04 4.69|1.99
05 1.03/2.01
06 27.36/0.50
o7 1.20/6.06
08 1.24/6.63
09 0.26|13.52
10 3.14({15.79

3.4. Global average, results of precision values and measurement uncertainties

Variable Cr
Global_average 6.527

Repeatability _standard_deviat 0.025|
Limit_of _repeatability 0.069

Repeatability_exp_uncertainty 0.049
Reproducibility_stand_deviat | 0.126]
Limit_of _reproducibility 0.354

Reproducibility _exp_uncertain 0.253]

3.5. Results of measurement uncertainties in percentage

Variable Cr

Repe_exp_uncert_percen 0.75

Repro_exp_uncert_percel 3.88

3.6. Part of variation in percent of the laboratories on the total variation

Variable Cr
Variation_part_labg 96.24




3.7. Trueness study - Estimation and significativity of the bias

Number of

non-missing
Laboratory | values, Cr | Bias | Inc_bias | IC_inf_bias | IC_sup_bias| Bias_significant
00 3| 0.268 0.119 0.034 0.501 YES
01 3| 0.040 0.119 -0.193 0.274 NO
02 3| 0.072 0.119 -0.162 0.305 NO
03 3| -0.129 0.119 -0.363 0.104 NO
04 3| 0.086 0.119 -0.148 0.319 NO
05 3| -0.040 0.119 -0.273 0.193 NO
06 3| -0.207 0.119 -0.440 0.027 NO
07 3| -0.043 0.119 -0.277 0.190 NO
08 3| 0.044 0.119 -0.189 0.277 NO
09 3| -0.020 0.119 -0.254 0.213 NO
10 3| -0.070 0.119 -0.303 0.163/NO

3.8. Box-plot graphics
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4. Results of interlaboratories tests on Coefficient of rolling resistance (Cr) 7z Tyre B

4.1. Average, standard deviation, coefficient of variation in percentage, expanded uncertainty in

conditions
Laboratory | N | Average| Standard_deviation| Coefficient_of variation_perc| Repeatability_exp_uncertainty
00 3 7.347 0.006 0.079 0.012
01 3 7.093 0.026 0.373 0.053
02 3 7.220 0.032 0.446 0.064
03 3 7.230 0.006 0.080 0.012
04 3 7.260 0.017 0.240 0.035
05 3 7.114 0.011 0.162 0.023
06 3 7.216 0.012 0.161 0.023
07 3 7.329 0.015 0.207 0.030
08 3 7.119 0.021 0.293 0.042
09 3 7.217 0.012 0.160 0.023
10 3 7.179 0.015 0.214 0.031

4.2. Confidence interval of the average per laboratory at the level 95%

Confidence_interval_av_low| Confidence_interval_av_up| T | Confidence_interval_T_low
7.340 7.353/4.303 7.332
7.063 7.123/4.303 7.027
7.183 7.256/4.303 7.140
7.223 7.236/4.303 7.216
7.240 7.279/4.303 7.216
7.101 7.127/4.303 7.085
7.203 7.229 4.303 7.187
7.312 7.347/4.303 7.292
7.096 7.143 4.303 7.068
7.204 7.2304.303 7.188
7.162 7.1974.303 7.141

Confidence_interval_T_up| Semi_amplitude_T
7.361 0.014
7.159 0.066
7.300 0.080
7.244 0.014
7.303 0.043
7.142 0.029
7.245 0.029
7.367 0.038
7.171 0.052

repeatability
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Confidence_interval_T_up| Semi_amplitude_T
7.245 0.029
7.217 0.038

4.3. Between and within contribution for the factor laboratory

Laboratory | CEi | CDi
00 26.93/0.98
01 20.54(20.57
02 0.11|30.40
03 0.52|0.97
04 3.45|8.88
05 13.95/3.88
06 0.04|3.95
07 20.54/6.75
08 12.4012.78
09 0.04/3.90
10 1.50{6.92

4.4, Global average, results of precision values and measurement uncertainties

Variable Cr
Global_average 7.211

Repeatability _standard_deviat 0.018]
Limit_of _repeatability 0.049

Repeatability _exp_uncertainty 0.035|
Reproducibility_stand_deviat | 0.084
Limit_of _reproducibility 0.234

Reproducibility_exp_uncertain 0.167

4.5. Results of measurement uncertainties in percentage

Variable Cr

Repe_exp_uncert_percen 0.49

Repro_exp_uncert_percel 2.32

4.6. Part of variation in percent of the laboratories on the total variation

Variable Cr
Variation_part_labg 95.58




4.7. Trueness study - Estimation and significativity of the bias

Number of

non-missing
Laboratory | values, Cr | Bias | Inc_bias | IC_inf_bias | IC_sup_bias| Bias_significant
00 3| 0.135 0.079 -0.019 0.290|NO
01 3| -0.118 0.079 -0.272 0.036/NO
02 3| 0.008 0.079 -0.146 0.163 NO
03 3| 0.019 0.079 -0.135 0.173 NO
04 3| 0.048 0.079 -0.106 0.203 NO
05 3| -0.097 0.079 -0.252 0.057 NO
06 3| 0.005 0.079 -0.149 0.159 NO
07 3/ 0.118 0.079 -0.036 0.272 NO
08 3| -0.092 0.079 -0.246 0.062 NO
09 3| 0.005 0.079 -0.149 0.160 NO
10 3| -0.032 0.079 -0.186 0.122 NO

4.8. Box-plot graphics
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5. Results of interlaboratories tests on Coefficient of rolling resistance (Cr)  z Tyre D

5.1. Average, standard deviation, coefficient of variation in percentage, expanded uncertainty in repeatability

conditions
Laboratory | N | Average| Standard_deviation| Coefficient_of variation_perc| Repeatability_exp_uncertainty
00 3 8.931 0.030 0.341 0.061
01 3 8.775 0.035 0.398 0.070
02 3 8.507 0.051 0.599 0.102
03 3 8.545 0.035 0.406 0.069
04 3 8.474 0.027 0.313 0.053
05 3 8.324 0.021 0.251 0.042
06 3 8.379 0.020 0.240 0.040
07 3 8.688 0.047 0.543 0.094
08 3 8.497 0.038 0.447 0.076
09 3 8.617 0.044 0.507 0.087
10 3 8.464 0.032 0.377 0.064

5.2. Confidence interval of the average per laboratory at the level 95%

Confidence_interval_av_low| Confidence_interval_av_up| T | Confidence_interval_T_low
8.897 8.966/4.303 8.855
8.736 8.815/4.303 8.688
8.449 8.565/4.303 8.380
8.505 8.584/4.303 8.458
8.444 8.504(4.303 8.408
8.300 8.347/4.303 8.272
8.357 8.402 4.303 8.329
8.635 8.742/4.303 8.571
8.454 8.540 4.303 8.402
8.568 8.667,4.303 8.509
8.428 8.501 4.303 8.385

Confidence_interval_T_up| Semi_amplitude_T
9.007 0.076
8.862 0.087
8.634 0.127
8.631 0.086
8.540 0.066
8.375 0.052
8.429 0.050
8.805 0.117
8.591 0.094

38



Confidence_interval_T_up| Semi_amplitude_T
8.726 0.109
8.544 0.079

5.3. Between and within contribution for the factor laboratory

Laboratory | CEi | CDi
00 42.746.59
01 14.14)8.64
02 1.02/18.44
03 0.12|8.53
04 2.56|5.00
05 18.28/3.09
06 10.77|2.87
07 4.91/15.80
08 1.42/10.26
09 0.91|13.58
10 3.12|7.21

5.4. Global average, results of precision values and measurement uncertainties

Variable Cr
Global_average 8.564

Repeatability _standard_deviat 0.036]

Limit_of _repeatability 0.100

Repeatability_exp_uncertainty 0.072

Reproducibility_stand_deviat | 0.180|

Limit_of _reproducibility 0.504

Reproducibility _exp_uncertain 0.360|

5.5. Results of measurement uncertainties in percentage

Variable Cr

Repe_exp_uncert_percen 0.84

Repro_exp_uncert_percel 4.21

5.6. Part of variation in percent of the laboratories on the total variation

Variable Cr
Variation_part_labg 96.05




5.7. Trueness study - Estimation and significativity of the bias

Number of

non-missing
Laboratory | values, Cr | Bias | Inc_bias | IC_inf_bias | IC_sup_bias| Bias_significant
00 3| 0.367 0.169 0.035 0.699 YES
01 3/ 0.211 0.169 -0.121 0.543 NO
02 3| -0.057 0.169 -0.389 0.275 NO
03 3| -0.019 0.169 -0.351 0.313 NO
04 3| -0.090 0.169 -0.422 0.242 NO
05 3| -0.240 0.169 -0.572 0.092 NO
06 3| -0.184 0.169 -0.517 0.148 NO
07 3| 0.125 0.169 -0.208 0.457 NO
08 3| -0.067 0.169 -0.399 0.265 NO
09 3| 0.054 0.169 -0.278 0.386 NO
10 3| -0.099 0.169 -0.431 0.233 NO

5.8. Box-plot graphics
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6. Results of interlaboratories tests on Coefficient of rolling resistance (Cr) zTyre E

6.1. Average, standard deviation, coefficient of variation in percentage, expanded uncertainty in repeatability

conditions
Laboratory | N | Average| Standard_deviation| Coefficient_of variation_perc| Repeatability_exp_uncertainty
00 3 9.386 0.011 0.122 0.023
01 3 9.399 0.025 0.267 0.050
02 3 9.264 0.006 0.063 0.012
03 3 9.233 0.029 0.312 0.058
04 3 9.181 0.026 0.286 0.053
05 3 9.012 0.021 0.231 0.042
06 3 9.070 0.025 0.279 0.051
07 3 9.118 0.032 0.350 0.064
08 3 9.189 0.015 0.166 0.031
09 3 9.319 0.031 0.329 0.061
10 3 8.937 0.062 0.690 0.123

6.2. Confidence interval of the average per laboratory at the level 95%

Confidence_interval_av_low| Confidence_interval_av_up| T | Confidence_interval_T_low
9.373 9.399/4.303 9.358
9.371 9.428/4.303 9.337
9.257 9.270/4.303 9.249
9.200 9.265/4.303 9.161
9.151 9.210/4.303 9.115
8.988 9.036/4.303 8.960
9.041 9.099 4.303 9.007,
9.082 9.154 4.303 9.038
9.171 9.206/4.303 9.151
9.284 9.353 4.303 9.242
8.868 9.007/4.303 8.784

Confidence_interval_T_up| Semi_amplitude_T
9.415 0.029
9.461 0.062
9.278 0.014
9.304 0.072
9.246 0.065
9.064 0.052
9.133 0.063
9.197 0.079
9.227 0.038
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Confidence_interval_T_up| Semi_amplitude_T
9.395 0.076
9.091 0.153

6.3. Between and within contribution for the factor laboratory

Laboratory | CEi | CDi
00 17.12|1.40
01 19.49/6.71
02 2.36|0.36
03 0.77/8.84
04 0.05|7.36
05 14.57|4.62
06 6.68|6.83
o7 2.46|10.86
08 0.00|2.49
09 7.29/10.01
10 29.21140.52

6.4. Global average, results of precision values and measurement uncertainties

Variable Cr
Global_average 9.192

Repeatability _standard_devial 0.029
Limit_of_repeatability 0.082

Repeatability_exp_uncertainty 0.058]
Reproducibility_stand_deviat | 0.151
Limit_of _reproducibility 0.422

Reproducibility_exp_uncertain 0.301

6.5. Results of measurement uncertainties in percentage

Variable Cr

Repe_exp_uncert_percen 0.64

Repro_exp_uncert_percel 3.28

6.6. Part of variation in percent of the laboratories on the total variation

Variable Cr
Variation_part_labg 96.24




6.7. Trueness study - Estimation and significativity of the bias

Number of

non-missing
Laboratory | values, Cr | Bias | Inc_bias | IC_inf_bias | IC_sup_bias| Bias_significant
00 3| 0.195 0.142 -0.083 0.472 NO
01 3| 0.208 0.142 -0.070 0.485 NO
02 3| 0.072 0.142 -0.206 0.350 NO
03 3| 0.041 0.142 -0.237 0.319 NO
04 3| -0.011 0.142 -0.289 0.267 NO
05 3| -0.179 0.142 -0.457 0.098 NO
06 3| -0.122 0.142 -0.399 0.156 NO
07 3| -0.074 0.142 -0.352 0.204 NO
08 3| -0.003 0.142 -0.281 0.275 NO
09 3| 0.127 0.142 -0.151 0.405 NO
10 3| -0.254 0.142 -0.532 0.024 NO

6.8. Box-plot graphics

Cr

10.07

Distribution de Cr par Laboratory

9.97
9.87
9.77
9.67
9.57
9.47
9.37
9.27

9.17
9.07
897 -
8.87
8.77
8.67
857
847
8.37
8.27

43



7. Results of interlaboratories tests on Coefficient of rolling resistance (Cr)  z Tyre F

7.1. Average, standard deviation, coefficient of variation in percentage, expanded uncertainty in repeatability

conditions
Laboratory | N | Average| Standard_deviation| Coefficient_of variation_perc| Repeatability_exp_uncertainty
00 3 3.598 0.031 0.861 0.062
01 3 3.714 0.012 0.313 0.023
02 3 3.874 0.010 0.253 0.020
03 3 3.631 0.012 0.318 0.023
04 3 3.664 0.006 0.158 0.012
05 3 3.537 0.010 0.287 0.020
06 3 3.591 0.010 0.282 0.020
07 3 3.788 0.012 0.305 0.023
09 3 3.777 0.017 0.462 0.035
10 3 3.519 0.021 0.596 0.042
11 3 3.684 0.000 0.000 0.000

7.2. Confidence interval of the average per laboratory at the level 95%

Confidence_interval_av_low| Confidence_interval_av_up| T | Confidence_interval_T_low
3.563 3.633/4.303 3.521
3.700 3.727/4.303 3.685
3.863 3.885/4.303 3.850
3.618 3.644/4.303 3.602
3.657 3.670/4.303 3.649
3.526 3.549/4.303 3.512
3.579 3.602 4.303 3.566
3.775 3.8014.303 3.759
3.758 3.797,4.303 3.734
3.495 3.543 4.303 3.467
3.684 3.684 4.303 3.684

Confidence_interval_T_up| Semi_amplitude_T
3.675 0.077
3.742 0.029
3.899 0.024
3.660 0.029
3.678 0.014
3.562 0.025]
3.616 0.025]
3.817 0.029
3.821 0.043
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Confidence_interval_T_up| Semi_amplitude_T
3.571 0.052
3.684 0.000,

7.3. Between and within contribution for the factor laboratory

Laboratory | CEi | CDi
00 4.33|39.32
01 1.50{5.55
02 33.79/3.92
03 1.27/5.47
04 0.04|1.38
05 14.51/4.21
06 5.17/4.21
07 11.21/5.47
09 9.29|12.46
10 18.7318.00
11 0.15|0.00

7.4. Global average, results of precision values and measurement uncertainties

Variable Cr
Global_average 3.671

Repeatability _standard_deviat 0.015|
Limit_of_repeatability 0.042

Repeatability _exp_uncertainty 0.030|
Reproducibility_stand_deviat | 0.111

Limit_of _reproducibility 0.312

Reproducibility_exp_uncertain 0.223]

7.5. Results of measurement uncertainties in percentage

Variable Cr

Repe_exp_uncert_percen 0.81

Repro_exp_uncert_percel 6.08

7.6. Part of variation in percent of the laboratories on the total variation

Variable Cr
Variation_part_labg 98.21




7.7. Trueness study - Estimation and significativity of the bias

Number of

non-missing
Laboratory | values, Cr | Bias | Inc_bias | IC_inf_bias | IC_sup_bias| Bias_significant
00 3| -0.073 0.106 -0.280 0.134 NO
01 3| 0.043 0.106 -0.164 0.250 NO
02 3| 0.204 0.106 -0.003 0.411 NO
03 3| -0.040 0.106 -0.247 0.168 NO
04 3| -0.007 0.106 -0.214 0.200 NO
05 3| -0.134 0.106 -0.341 0.074 NO
06 3| -0.080 0.106 -0.287 0.127 NO
07 3 0.117 0.106 -0.090 0.324 NO
09 3| 0.107 0.106 -0.100 0.314 NO
10 3| -0.152 0.106 -0.359 0.055 NO
11 3| 0.013 0.106 -0.194 0.221 NO

7.8. Box-plot graphics
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8. Results of interlaboratories tests on Coefficient of rolling resistance (Cr) z Tyre G

8.1. Average, standard deviation, coefficient of variation in percentage, expanded uncertainty in repeatability

conditions
Laboratory | N | Average| Standard_deviation| Coefficient_of variation_perc| Repeatability_exp_uncertainty
00 3 4.372 0.010 0.229 0.020
01 3 4.509 0.021 0.464 0.042
02 3 4.710 0.036 0.770 0.073
03 3 4.429 0.017 0.388 0.034
04 3 4.412 0.012 0.262 0.023
05 3 4.326 0.015 0.352 0.030
06 3 4.313 0.010 0.230 0.020
07 3 4.780 0.046 0.969 0.093
09 3 4.546 0.021 0.461 0.042
10 3 4.312 0.006 0.133 0.012
11 3 4.563 0.025 0.556 0.051

8.2. Confidence interval of the average per laboratory at the level 95%

Confidence_interval_av_low| Confidence_interval_av_up| T | Confidence_interval_T_low
4.361 4.383/4.303 4.347
4.485 4.533/4.303 4.457
4.669 4.751/4.303 4.620
4.409 4.448 4.303 4.386
4.399 4.425/ 4.303 4.383
4.308 4.343/4.303 4.288
4.302 4.324/4.303 4.288
4,727 4.832/4.303 4.664
4,522 4.570/4.303 4.494
4.306 4.319/4.303 4.298
4.534 4.592(4.303 4.500

Confidence_interval_T_up| Semi_amplitude_T
4.397 0.025
4.561 0.052
4.800 0.090
4.471 0.043
4.441 0.029
4.363 0.038
4.337 0.025]
4.895 0.115
4.598 0.052
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Confidence_interval_T_up| Semi_amplitude_T
4.327 0.014
4.626 0.063

8.3. Between and within contribution for the factor laboratory

Laboratory | CEi | CDi
00 4.54|1.70
01 0.35|7.46
02 21.06(22.41
03 1.00{5.03
04 1.79/2.28
05 9.30(3.95
06 10.92/1.68
o7 35.56| 36.49
09 1.76|7.47
10 10.97|0.56
11 2.77/10.97

8.4. Global average, results of precision values and measurement uncertainties

Variable Cr
Global_average 4.479

Repeatability _standard_deviat 0.023]
Limit_of_repeatability 0.065

Repeatability _exp_uncertainty 0.046|
Reproducibility_stand_deviat | 0.160|
Limit_of _reproducibility 0.449

Reproducibility_exp_uncertain 0.321

8.5. Results of measurement uncertainties in percentage

Variable Cr

Repe_exp_uncert_percen 1.03

Repro_exp_uncert_percel| 7.16

8.6. Part of variation in percent of the laboratories on the total variation

Variable Cr
Variation_part_labg 97.92

















































